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CUENT: BROHM MINING COLORATION 
PROJECT; NONE GIVEN

DATE
APPROVEO ORDER ELEMENT

981212 1 AuGrav Gold (Irav.)

SAMPLE TYPES 

0 OTHER DRILL TYPE I

NUMBER

80

SUBMITTED BY: D. ALEXANDER
DATE RECEIVEO: 09-DEC-98 DATE PRINTED; 16-DEC-98

NUMBER OF LOWER
ANALYSES DETECTION LIMIT EXTRACTION

80 0.005 OPT FIRE ASSAY

METHOD

FIRE ASSAY

SIZE FRACTIONS 

2 '150

NUMBER

80

SAMPLE PREPARATIONS NUMBER

CRUSN/SPLIT & PULV. 
OVERWEIGHT/KG

80
54

REPORT COPIES TO: Z GILT EDGE ROAD INVOICE TO: 2 GILT EDGE ROAD
********** ************************** **********************^*^*,^^^^,,1,^^,^^^^

This repo t must not be reproduced except in full. The data presented in this 
report is specific to those samples identified wider “Sample Number" and is 
epplicabl; only to the samples as received expressed on a dry basis unless 

. . ..otherwise indicated ... ...... . . .
********** •**************************************************(m**^*^^1*^^k**^nririt#
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CLIENT: BROHM MINING COf >ORATION PROJECT: NONE GIVEN
REPORT* V98-25305.0 < CC1PLETE ) DATE RECEIVED: 09-0EC-98 DATE PRINTED: 16-DEC-98

SAMPLE ELEMENT AuGrav
NUMBER UNITS OPT

Q2 R98-1088 0-5 0.009 

02 R98-1C88 5-10 0.007 
Q2 R98-1088 10-15 <0.005 
Q2 R98-1088 15-20 0.012 

Q2 R98-1088 20-25 0.010

SAMPLE ELEMENT AuGrav
NUMBER UNITS OPT

Q2 R98-1088 200-205 0.053 
92 R98-1088 205-210 0.063 

02 R98-1088 210-215 0.036 
02 R98-1088 215-220 0.022 
02 R98-1088 220-225 0.025

Q2 R98-1088 225-230 0.040 
02 R98-1Q88 230-235 0.021 

02 R98-1088 235-240 0.012 
Q2 R98-1088 240-245 0.060 
Q2 R98-1088 245-250 0.013

Q2 R98-1088 50-55 0.016 Q2 R98-1088 250-255 0.011
02 R98-1088 55*60 0.011 02 R98-1088 255-260 0.017
Q2 R98-1088 60-65 0.022 Q2 R98-108B 260-265 0.017
02 R98-1088 65*70 0.094 02 R95-1088 265-270 0.030
QZ R98-1088 70-75 0.140 QZ R98-1088 270-275 0.041

Q2 R98-1088 7S-80 0.027 02 R98-1088 275-280 0.017
02 R98-1088 00-85 0.009 Q2 R98-1088 280-285 0.006
Q2 R98-108B 85*90 <0.005 02 R98-1088 285-290 0.018
02 R98-1088 90-95 <0.005 Q2 R98-1088 290-295 0.006
02 R98-1088 95-100 0.006 02 R98-1088 295-300 <0.005

02 R98-1088 300-305 0.013 
02 R98-108B 305-310 0.009 
Q2 R98-1088 310-315 <0.005 

QZ R98-1088 315-320 0.007 
02 R98-1088 320-325 0.009

Q2 R98-1088 125-130 <0.005 Q2 R98-108B 325-330 0.013
02 R98-1088 130-135 0.008 Q2 R98-1088 330-335 0.020
Q2 R78-1088 135-140 0.009 02 R98-1088 335-340 0.008
02 R98-1088 140-145 0.060 02 R98-1088 340-345 <0.005
02 R98-1088 145-150 0.057 02 R98-1088 345-350 <0.005

02 R98-1088 150-155 0.097 Q2 R98-1088 350-355 <0.005
02 R98-1088 155-160 0.072 02 R98-1088 355-360 <0.005
Q2 R98-1088 160-165 0.031 02 R98-1088 360-365 0.010
02 R98-1088 165*170 0.081 02 R98-1088 365-370 <0.005
02 R98-1088 170-175 0.044 02 R98-1088 370-375 <0.005

02 R98-10S8 175-180 0.009 
02 R98-1088 180-185 0.018 
Q2 R98-1088 185-190 0.017 
02 R98-1088 190-195 0.029 
QZ R98-1088 195-200 0.112

Q2 R98-1088 375-380 <0.005 
02 R98-1088 380-385 <0.005 
02 R98-1088 385-390 0.007 
Q2 R98-1088 390-395 <0.005 
02 R98-1088 395-400 <0.005

02 R9B-1088 100-105 <0.005 
QZ R98-1088 105-110 0.010 
02 R98-1088 110-115 0.010 

02 R98-1088 115-120 0.008 
02 R98-1088 120-125 <0.005

02 R98-1088 25-30 0.015
02 R98-1088 30-35 0.035
02 R98-1088 35-40 0.013
02 R98-1088 40-45 0.009
02 R98-1088 45-50 0.011
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02 R98-1088 0-5 0.009 
02 R98-1088 5-10 0.007 
02 R98-1088 10-15 <0.005 
02 R98·1088 15-20 0.012 
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02 R98·1088 70-75 0.140 

QZ R98·1088 75-80 0.027 
02 R98-1088 80-85 0.009 
Q2 R98-1088 85•90 <0.005 
02 R98·1088 90-95 <0.005 
oz R98·1088 95-100 0.006 

02 R98-1088 100·105 <0.005 
02 R98·1088 105-110 0.010 
02 R98-1088 110-115 0.010 
02 R98·1088 115-120 0.008 
02 R98-1088 120-125 <0.005 

02 R98·1088 125-130 <0.005 
QZ R95-1088 130-135 0.008 
02 R98-t088 135-140 0.009 
Q2 R98-1088 140•145 0.060 
oz R98·1088 145-150 0,057 

02 R98-1088 150-155 0.097 
OZ R98·1083 155-160 0.072 
02 R98-1088 160-165 0.031 
02 R98-1088 165•170 0.081 
oz R98•1088 170-175 0.044 

02 R98-1088 175-180 0.009 
oz R98·1088 180-185 0.018 
02 R98·1088 185·190 0.017 
02 R98•1088 190-195 0.029 
02 R98-1088 195-200 0.112 

PROJECT: NONE GIVEN 
OATE RECEIVED: 09-DEC-98 DATE PRINTED: 16-0EC-98 

SAMPLE 
NUMBER 

ELEMENT AuGrav 
UNITS OPT 

Q2 R98-1088 Z00-205 0.053 
02 R98-1088 205-210 0.063 
QZ R98·1088 210-215 0.036 
Q2 R98-1088 215·220 0.022 
Q2 R98-1088 220-225 0.025 

02 R98-1088 225-230 0.040 
02 R98-1088 230-235 0.021 
02 R98·1088 235-240 0.012 
02 R98-1088 240-245 0.060 
02 R98-1088 245·250 0.013 

02 R98-1088 250-255 0.011 
02 R98·1088 255-260 0.017 
02 R98-1088 260·265 0.017 
02 R98-1088 265-270 0.030 
QZ R98-1088 270-275 0.041 

02 R98·1088 275-280 0.017 
Q2 R98·1088 280-285 0.006 
02 R98-1088 285·290 0.018 
02 R98-1D88 290•295 0.006 
02 R98-1088 295-300 <0.005 

Q2 R98-1088 300-305 0.013 
02 R98-1088 305•310 0.009 
02 R98·1088 310-315 <0.005 
02 R98-1088 315·320 0.007 
02 R98-1088 320·325 0.009 

02 R98-1088 3c5-330 0.013 
Q2 R98-1088 330•335 0.020 
02 R98-1088 335·340 0.008 
D~ R98·1088 340-345 <0.005 
02 R98·1088 345-350 <0.005 

02 R98-1088 350-355 <0.005 
02 R98-1088 355·360 <0.005 
Q2 R98·1088 360-365 0.010 
02 R98-1088 365·~70 <0.005 
02 R98-1088 370·375 <0.005 

02 R98-1088 375-380 <0.005 
02 R98-1088 380-385 <0.005 
Q2 R98-1088 385-390 0.007 
02 R98-1088 390-395 <0.005 

02 R98-1088 395·400 <0.005 
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REPORT: V98-25305.0 ( COMPLETE ) REFERENCE:

CLIENT: BROHM MINING CORPORATION SUBMITTED BY: D. ALEXANDER

PROJECT NONE GIVEN DATE RECEIVED: 09-DEC-98 DATE PRINTED: 14-DEC-98

DATE NUMBER OF LOWER

APPROVED ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

981212 1 AuGrav Gold (Grav.) 80 0.005 OPT FIRE ASSAY FIRE ASSAY

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

Q OTHER DRILL TYPES 80 2 -150 80 CRUSH/SPLIT & PULV. 80

OVERWEIGHT/KG 54

REPORT COPIES TO: 2202 ARROYO DR INVOICE TO: 2202 ARROYO DR

********************************************************************************

This report must not be reproduced except in full. The data presented in this 

report is specific to those samples identified under "Sample Number" and is 

applicable only to the samples as received expressed on a dry basis unless

.......................otherwise indicated.............................................

********************************************************************************
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ORDER ELEMENT 

981212 AuGrav Gold (Grav.) 

SAMPLE TYPES NUMBER 

Q OTHER DRILL TYPES 80 

REPORT COPIES TO: 2202 ARROYO DR 

REFERENCE: 

SUBMITTED BY: D. ALEXANDER 
DATE RECEIVED: 09-DEC-98 DATE PRINTED: 14-DEC-98 

NUMBER OF LOWER 
ANALYSES DETECTION LIMIT EXTRACTION 

80 0.005 OPT FIRE ASSAY 

SIZE FRACTIONS NUMBER 

2 -150 80 

METHOD 

FIRE ASSAY 

SAMPLE PREPARATIONS 

CRUSH/SPLIT & PULV. 
OVERWEIGHT/KG 

INVOICE TO: 2202 ARROYO DR 
******************************************************************************** 

This report must not be reproduced except in full. The data presented in this 
report is specific to those samples identified under "Sample Number" and is 
applicable only to the samples as received expressed on a dry basis unless 

·· ....... otherwiseJndic:ated·· 
******************************************************************************** 
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SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT NUMBER UNITS OPT

Q2 R98-1088 0-5 0.009 Q2 R98-1088 200-205 0.053

Q2 R98-1088 5-10 0.007 Q2 R98-1088 205-210 0.063

Q2 R98-1088 10-15 <0.005 Q2 R98-1088 210-215 0.036

Q2 R98-1088 15-20 0.012 Q2 R98-1088 215-220 0.022

Q2 R98-1088 20-25 0.010 02 R98-1088 220-225 0.025

02 R98-1088 25-30 0.015 Q2 R98-1088 225-230 0.040

Q2 R98-1088 30-35 0.035 Q2 R98-1088 230-235 0.021

Q2 R98-1088 35-40 0.013 Q2 R98-1088 235-240 0.012

02 R98-1088 40-45 0.009 Q2 R98-1088 240-245 0.060

Q2 R98-1088 45-50 0.011 Q2 R98-1088 245-250 0.013

Q2 R98-1088 50-55 0.016 Q2 R98-1088 250-255 0.011

Q2 R98-1088 55-60 0.011 Q2 R98-1088 255-260 0.017

Q2 R98-1088 60-65 0.022 Q2 R98-1088 260-265 0.017

Q2 R98-1088 65-70 0.094 Q2 R98-1088 265-270 0.030

Q2 R98-1088 70-75 0.140 Q2 R98-1088 270-275 0.041

Q2 R98-1088 75-80 0.027 Q2 R98-1088 275-280 0.017

Q2 R98-1088 80-85 0.009 Q2 R98-1088 280-285 0.006

Q2 R98-1083 85-90 <0.005 Q2 R98-1088 285-290 0.018

Q2 R98-1088 90-95 <0.005 Q2 R98-1088 290-295 0.006

Q2 R98-1088 95-100 0.006 Q2 R98-1088 295-300 <0.005

Q2 R98-1088 100-105 <0.005 Q2 R98-1088 300-305 0.013

Q2 R98-1088 105-110 0.010 Q2 R98-1088 305-310 0.009

Q2 R98-1088 110-115 0.010 Q2 R98-1088 310-315 <0.005

Q2 R98-1088 115-120 0.008 Q2 R98-1088 315-320 0.007

Q2 R98-1088 120-125 <0.005 Q2 R98-1088 320-325 0.009

Q2 R98-1088 125-130 <0.005 Q2 R98-1088 325-330 0.013

Q2 R98-1088 130-135 0.008 Q2 R98-1088 330-335 0.020

Q2 R98-1088 135-140 0.009 Q2 R98-1088 335-340 0.008

Q2 R98-1088 140-145 0.060 Q2 R98-1088 340-345 <0.005

Q2 R98-1088 145-150 0.057 Q2 R98-1088 345-350 <0.005

Q2 R98-1088 150-155 0.097 02 R98-1088 350-355 <0.005

Q2 R98-1088 155-160 0.072 Q2 R98-1088 355-360 <0.005

Q2 R98-1088 160-165 0.031 Q2 R98-1088 360-365 0.010

Q2 R98-1088 165-170 0.081 Q2 R98-1088 365-370 <0.005

Q2 R98-1088 170-175 0.044 Q2 R98-1088 370-375 <0.005

Q2 R98-1088 175-180 0.009 Q2 R98-1088 375-380 <0.005

Q2 R98-1088 180-185 0.018 Q2 R98-1088 380-385 <0.005

Q2 R98-1088 185-190 0.017 Q2 R98-1088 385-390 0.007

Q2 R98-1088 190-195 0.029 Q2 R98-1088 390-395 <0.005

Q2 R98-1088 195-200 0.112 Q2 R98-1088 395-400 <0.005
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SAMPLE ELEMENT AuGrav SAMPLE ELEMENT 
NUMBER UNITS OPT NUMBER UNITS OPT 

02 R98-1D88 D-5 D.009 02 R98-1088 200-205 0.053 
02 R98-1088 5-10 0.007 02 R98-1088 205-210 0.063 
02 R98-1088 10-15 <0.005 02 R98-1088 210-215 0.036 
02 R98-1088 15-20 0.012 02 R98-1088 215-220 0.022 
02 R98-1088 20-25 0.010 02 R98-1088 220-225 0.025 

0.015 02 R98-1088 225-230 0.040 
02 R98-1088 30-35 0.035 02 R98-1088 230-235 0.021 
02 R98-1088 35-40 0.013 02 R98-1088 235-240 0.012 
02 R98-1088 40-45 0.009 02 R98-1088 240-245 0.060 

0.013 

02 R98-1088 50-55 0.016 02 R98-1088 250-255 0.011 
02 R98-1088 55-60 0.011 02 R98-1088 255-260 0.017 
02 R98-1088 60-65 0.022 02 R98-1088 260-265 0.017 
02 R98-1088 65-70 02 R98-1088 265-270 0.030 

02 R98-1088 270-275 0.041 

02 R98-1088 275-280 0.017 
02 R98-1088 80-85 0.009 02 R98-1088 280-285 0.006 
02 R98-1088 85-90 <0.005 02 R98-1088 285-290 0.018 
02 R98-1088 90-95 <0.005 02 R98-1088 290-295 0.006 
02 R98-1088 95-100 0.006 02 R98-1088 295-300 <0.005 

02 R98-1088 100-105 <0.005 02 R98-1088 300-305 0.013 
02 R98-1088 105-110 0.010 02 R98-1088 305-310 0.009 
02 R98-1088 110-115 0.010 02 R98-1088 310-315 <0.005 
02 R98-1088 115-120 0.008 02 R98-1088 315-320 0.007 

<0.005 02 R98-1088 320-325 0.009 

<0.005 02 R98-1088 325-330 0.013 
130-135 0.008 02 R98-1088 330-335 0.020 

02 R98-1088 135-140 0.009 02 R98-1088 335-340 0.008 
02 R98-1088 140-145 0.060 02 R98-1088 340-345 <0.005 
02 R98-1088 145-150 0.057 02 R98-1088 345-350 <0.005 

02 R98-1088 150-155 0.097 02 R98-1088 350-355 <0.005 
02 R98-1088 155-160 0.072 02 R98-1088 355-360 <0.005 
02 R98-1088 160-165 0.031 02 R98-1088 360-365 0.010 
02 R98-1088 165-170 0.081 02 R98-1088 365-370 <0.005 
02 R98-1088 170-175 0.044 02 R98-1088 370-375 <0.005 

0.009 02 R98-1088 375-380 <0.005 
02 R98-1088 180-185 0.018 02 R98-1088 380-385 <0.005 
02 R98-1088 185-190 0.017 02 R98-1088 385-390 0.007 
02 R98-1088 190-195 0.029 02 R98-1088 390-395 <0.005 

195-200 0.112 02 R98-1088 395-400 <0.005 
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STANDARD ELEMENT AuGrav STANDARD ELEMENT AuGrav

NAME UNITS OPT NAME UNITS OPT

ANALYTICAL BLANK <0.005

Number of Analyses 1

Mean Value 0.0025

Standard Deviation -
Accepted Value <0.001

BCC GOLD STD 90-1 0.194

Number of Analyses 1

Mean Value 0.1941

Standard Deviation -
Accepted Value 0.184

BCC Au Std.10 0.011

Number of Analyses 1

Mean Value 0.0111

Standard Deviation -
Accepted Value 0.012

BCC Au Std.8 0.031

Number of Analyses 1

Mean Value 0.0312

Standard Deviation -
Accepted Value 0.031
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ELEMENT AuGrav 

ANALYTICAL BLANK 
Number of Analyses 
Mean Value 
Standard Deviation 
Accepted Value 

BCC GOLD STD 90-1 
Number of Analyses 
Mean Value 
Standard Deviation 
Accepted Value 

BCC Au Std.10 
Number of Analyses 
Mean Value 
Standard Deviation 
Accepted Value 

Number of Analyses 

Mean Value 
Standard Deviation 
Accepted Value 

UNITS OPT 

<0.005 
1 

0.0025 

<0.001 

0. 194 

0. 1941 

0.184 

0 .011 

0.0111 

0.012 

0.0312 

0.031 
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SAMPLE ELEMENT AuGrav SAMPLE ELEMENT AuGrav

NUMBER UNITS OPT NUMBER UNITS OPT

R98-1088 25-30 0.015

Duplicate 0.015

R98-1088 85-90 <0.005

Duplicate <0.005

R98-1088 120-125 <0.005

Prep Duplicate <0.005

R98-1088 140-145 0.060

Duplicate 0.057

R98-1088 195-200 0.112

Duplicate 0.110

R98-1088 250-255 0.011

Duplicate 0.008

R98-1088 295-300 <0.005

Prep Duplicate <0.005

R98-1088 310-315 <0.005

Duplicate <0.005

R98-1088 365-370 <0.005

Duplicate <0.005
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Duplicate 

R98-1088 85-90 

Prep Duplicate 

R98-1088 140-145 
Duplicate 

R98-1088 195-200 
Duplicate 

R98-1088 250-255 
Duplicate 

Prep Duplicate 

R98-1088 310-315 
Duplicate 

R98-1088 365-370 
Duplicate 
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<0.005 

<0.005 

0.060 
0.057 

0.112 
0.110 

0.011 
0.008 

<0.005 
<0.005 

<0.005 
<0.005 

<0.005 
<0.005 
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